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Applicant : Mid Ocean Brands B.V.

Address: 7/F., Kings Tower, 111 King Lam Street, Cheung Sha Wan, Kowloon, Hong Kong

The following sample(s) and sample information was/were submitted and identified by client as:

Sample Name: 2 pcs manicure set

Model/Style/ltem #: MO6407

Receiving Date: 21-Oct-2021

Test Period: From 21-Oct-2021 to 26-Oct-2021

Add Information: -

Test Summary:

# Test Iltem(s) Reference Standard/Method Result

1 Cadmium content -ltem 23 of Annex XVII of REACH IEC 62321-5:2013, PASS
Regulation (EC) 1907/2006 determined by AAS

> Total Lead content -Item 63 of Annex XVII of REACH | IEC 62321-5:2013, PASS
Regulation (EC) 1907/2006 determined by AAS
Phthalate content (DIBP. DEHP. DBP. BBP. ] ]

3| DINP. DIDP . DNOP) -ltem 51&52 of Annex XVII Eg;rﬁziazgg4GgélhEACS 62321-8:2017, PASS
of REACH Regulation (EC) 1907/2006.

R R I R b A A A A L S R I R b I S A O R I A A A I L I b A A A A I O b S A

Tim Qi

(Technical Director)
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Result:
1. Cadmium content -Item 23 of Annex XVII of REACH Regulation (EC) 1907/2006
IEC 62321-5:2013, determined by AAS
C— Material Limit RL
4 5 6 (mg/kg) | (mglkg)
Cadmium (Cd)
1 CASHTAA0-43.9 N.D. N.D. N.D. 100 10
Conclusion PASS PASS PASS - -
Remark(s): (a) mg/kg: milligram per kilogram
(b) RL: Report limit
(c) N.D.: Not detected (result is less than RL)
2. Total Lead content -Iltem 63 of Annex XVII of REACH Regulation (EC) 1907/2006
IEC 62321-5:2013, determined by AAS
Material Limit RL
Compound (mglkg) | (mglkg)
1+2+3 4 5 6
Lead(Pb)
1 CASH#T439.92-1 N.D. N.D. N.D. N.D. 500 10
Conclusion PASS PASS PASS PASS - -

Remark(s): (a) mg/kg: milligram per kilogram
(b) RL: Report limit
(c) N.D.: Not detected (result is less than RL)

3. Phthalate content (DIBP. DEHP. DBP. BBP. DINP. DIDP . DNOP) -Item 51& 52 of Annex XVII of

REACH Regulation (EC) 1907/2006

EN 14372:2004 & IEC 62321-8:2017, determined by GC-MS

Compound Materta! Li:n it %L

4 5 6 o | )
1 |pp | Dibutyl Phihalate N.D. N.D. N.D. ; 0.005
2 |BBp | Benzybulyl Phthalate N.D. N.D. N.D. ; 0.005
3 | penp | Bis(z-ethylhexy)Phthalate N.D. 0.0118 N.D. ] 0.005
4 |pigp | Dlisobutyl phihalate N.D. N.D. N.D. : 0.005
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5 | DNop | Drlroctyl phihalate N.D. N.D. N.D. . 0.005
6 | DINp | Dhiso-nonyl phthalate N.D. N.D. N.D. . 0.005
7 | Dipp | Diisodecyl phihalate N.D. N.D. N.D. 3 0.005
8 |Sumof1,2,384 N.D. 0.0118 N.D. 0.1 .
9 | Sumof5, 687 N.D. N.D. N.D. 0.1 .
Conclusion PASS PASS PASS - -

Remark(s): (a) RL: Report limit

(b) N.D.: Not detected (result is less than RL)

Material List:

Material # Position / Sample Description
1 Silvery metal plate, body
2 Silvery metal, body
3 Silvery metal, holder
4 Grey printed white sticker with powder, mill nail plate
5 White foam with gule, mill nail plate
6 White plastic, mill nail plate
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Product Photo
o <<< <<< END OF REPORT >>> >>

This report is issued by the company in accordance with the requirements of the "Conditions of Issuance of Test Reports" printed in the attached page.
Unless otherwise stated, the results presented in this report only apply to the samples tested this time. Partial reproduction of this report is not allowed unless
approved by the company in writing.

Guangzhou Depuhua Test Services Co. Ltd.
A301, 3/F., Xinghui Building, Guangiao, Shilou, Panyu District, Guangzhou, Guangdong e-mail: stsgz@stsapp.com
Phone: +86 (0)20-6664 1688 Fax: +86 (0)20-6664 1699 Web://www.stsgz.com



—
TEST REPORT
Report No.: STSGZ2110213023E Date: 26-Oct-2021 Page 5 of 5

75 A
Statement

1. ARG B TR GME B P B SRR BERE FU L A I EY . RS AR ZE e 4, S R FE 3R AE, AR R AR AN Bk
PSR ST, ARSI S AR A R 5T
The information as listed on the first page of this test report was all provided by the client except the sample from, date received, test
period, test results and test conclusion. The client shall be responsible for the representativeness of sample and authenticity of materials,
for which STS shall bear no responsibilities.

2. ARSI A CASIIME AT A5 S MR, R BN 58 BE Tl SR K Sz, RS 2058 < A ek BRIE o A B RILE I BR A Bl s Oy st ok
B RS ER 7 R AT R AR, ARSI S AR IBAR G ST
The judgment method of determining the conformity in this test report is according to the measured value without considering the risk
caused by uncertainty, unless otherwise clearly stipulated in special agreement, standard or specification. The client shall assume the
risk caused by the judgment method, and STS shall not bear related responsibilities.

3. AR 3 TEAt e NS T R RIS e 3R, RS AN R, AR B AR S .
The test report is effective only with both signature and specialized stamp. Without written approval of STS, this report can’t be
reproduced in full or in part.

4. AP T PRGN 5 SRASORT IR i B BT, RN 2 B8 B E bR A AR IR A5 AN A 2 AT AEIEWIE R, TRl gl . 2R, o
FEAE I BB R R e —YNE G R, ARSI % AR IR M 28 U AN 54T
This test data is only responsible for the tested sample. The data and results provided by the report without CMA accreditation are not to
prove to the society, and STS is not responsible for any economic and legal responsibility for the use of the test data, the direct or indirect
losses resulting from the use of the test and all legal consequences.

5. AR A A I H AR R R WHZI0 H AE ARSI G IAERE IV N, I H A IS RO A E PRI BT EEAs R
S H IR
The underlined test item in the report is out of the scope of CMA accreditation. The test result only used for client's requirement, scientific
researching ,teaching or internal quality control.

6. L WA A el 4 U TR A
For other statements, please refer to the footer of the report.
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Conditions of Issuance of Test Reports

T A B AR AT B ) (LA R RIAR [ F ) AR AT & i 26k i sl i TR 52 SRR S AN IR i o AR A AR T Nk 2R B R 55
IR AA AT G A RS AN Ak B m (AR RIRR[E )L

All samples and goods are accepted by the Guangzhou Depuhua Test Services Co., Ltd. (the "Company") solely for testing and reporting
in accordance with the following terms and conditions. The company provides its services on the basis that such terms and conditions
constitute express agreement between the Company and any person, firm or company requesting its services (the "Clients").

E S0 R U T R (AT AT 35 (B R TRTBR [ A5 D), A A B 22 PR A P AR o SRR AR 2 W I T [R) 538 4 % P A Bt 23 AN A5 ) AN A5
T AL H A 3 . AT, 2 AT LURE A 2w B R S A R R AR, L P R A BB R R e AR EERAE . BRARAH G
UM R R SR, T3 AR 2225 P ) i AR A R AN A5 P9 2 I A A 28 =5 P 10 i o

Any report issued by Company as a result of this application for testing services (the "Repo
Clients and the Report will be strictly treated as such by the Company. It may not be repr
not be used for advertising or other unauthorized purposes without the written consel

Il be issued in confidence to the

er in its entirety or in part and it may
mpany. The Clients to whom the Report
to its customer, supplier or other persons

sion or correspondence with any third

laws or court order.

is issued may, however, show or send it. or a certified copy thereof prepared by
directly concerned. The Company will not, without the consent of the Clients,
party concerning the contents of the Report, unless required by the releval

BRARAIRBUGERIT IR BAR ER, B AR 28 2 7] e 5 7] 7 TG 55 BT KAl
The Company shall not be called or be liable to be called to give e or testimony on the Report in a c
written consent, unless required by the relevant governmental autho ws or court orders.

w without its prior

FBRAEAS 2y wREAT AR, JF CAESR & vh B, 75 0474 BT 306 T PRI ot (B i 15 S
The Report refers only to the tested sample (Sa i

ight to withdraw it, and to

AR FIHE R AT I
Samples submitted for testing a port issued cannot form the basis of, or be the instrument
for, al ioR,against the Co

i AR R R A R s PR A 75, 75 7 A T SRS I R IR 2 R P B AR A A
Clients wishing t0 he Report in court edings or arbitration shall inform the Company to that effect prior to submitting the sample
for testing.

IR 75 A SRR A o AN S LR A 1 S SR RGN B A 5 O CRAF S AR R B AR B . — B i ae
PR DR AT ST R, i A S K b 2 THEOL N A B A PR BT AT A B0 T B Bl e B AR A ) SRS e 5 vl e 22 R AR AR SR
U, AR I FEAE SO F A ARG E T4, GG (HANR T ) BRI 2 Rl . Btk . sUEMBAARRRBRSIH . i . )
PAiE . NBBE UL G R A E . BRI RB(EIRRR). 7 b SRR A 5 A 2 A

Subject to the variable length of retention time for test data and report stored hereinto as otherwise specifically required by individual
accreditation authorities, the Company will only keep the supporting test data and information of the test report for a period of ten years.
The data and information will be disposed of after the aforementioned retention period has elapsed. Under no circumstances shall we
provide any data and information which has been disposed of after retention period. Under no circumstances shall we be liable for
damage of any kind, including (but not limited to) compensatory damages, lost profits, lost data, or any form of special, incidental, indirect,
consequential or punitive damages of any kind, whether based on breach of contract of warranty, tort (including negligence), product
liability or otherwise, even if we are informed in advance of the possibility of such damages.

et {928 Rid SR AT I X 5 www.stsgz.com i, AR AW A R EUL S s, RS A AR AR .
Issuance records of the Report are available on the internet at www.stsgz.com. Further enquiry of validity or verification of the Report
should be addressed to the company.



